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A method for the dense integration of high sensitivity photonic crystal (PC) waveguide based

biosensors is proposed and experimentally demonstrated on a silicon platform. By connecting an

additional PC waveguide filter to a PC microcavity sensor in series, a transmission passband is

created, containing the resonances of the PC microcavity for sensing purpose. With proper

engineering of the passband, multiple high sensitivity PC microcavity sensors can be integrated

into microarrays and be interrogated simultaneously between a single input and a single output

port. The concept was demonstrated with a 2-channel L55 PC biosensor array containing PC

waveguide filters. The experiment showed that the sensors on both channels can be monitored

simultaneously from a single output spectrum. Less than 3 dB extra loss for the additional PC

waveguide filter is observed. VC 2015 AIP Publishing LLC. [http://dx.doi.org/10.1063/1.4916340]

Photonic crystal (PC) microcavities side-coupled to pho-

tonic crystal waveguides (PCWs) have been demonstrated as

a competitive candidate for high-sensitivity biosensors.1–8

The ability of PC microcavities to confine light to ultra-small

mode volumes promises the potential for high-density micro-

arrays with slow light enhanced sensitivity to refractive index

changes of the ambient. Biosensor microarrays have been

demonstrated with multiplexed PC microcavities for the spe-

cific detection of lung cancer cell line lysates,3 allowing the

specific detection of different biomolecules on the same chip.

Biomedical diagnostics require both specific binding

reactions and control test to be performed and monitored

preferably at the same time on the same chip. For the above-

mentioned biosensor microarrays,3 multiple optical fibers or

a fiber array at the output is necessary in order to monitor the

binding reactions from all PC microcavities simultaneously.

However, from the application perspective, when designing

a portable device, with limited space for off-chip optical

components, one needs to maximize the number of sensors

that can be simultaneously interrogated with a single input

and output, making the packaging and alignment robust and

cost-effective.

Towards this direction, we have investigated the series

connection of L3 PC cavity sensors (formed by three missing

holes and has a single resonance in the transmission spec-

trum). We demonstrated that five L3 PC microcavities can

be connected in series between a single input port and a sin-

gle output port.9 However, the sensitivity of L3 PC sensors

are relatively low in comparison with longer PC microcav-

ities such as the L13, L21, and L55 PC microcavities

(formed by 13, 21, and 55 missing holes, respectively).5,10

Longer PC microcavities provide higher quality factor and

more surface area for light-matter interaction, resulting in

higher sensitivity and lower detection limit, which is pivotal

for low-concentration biomarker detection like the early can-

cer diagnosis. The L55 PC biosensors were reported to have

a minimum detection limit of 50 femto-molar.10 However,

longer PC microcavities have several resonances in the trans-

mission spectrum which makes them difficult to multiplex.

In this paper, we propose a scheme to multiplex multi-

resonance PC cavity sensors between a single input and out-

put. An additional PCW bandpass filter is integrated on each

channel of a multiplexed sensor array to select a narrow

wavelength band that filters a specific resonance or resonan-

ces of a long PC microcavity. All channels are then con-

nected in parallel, enabling all sensors to be interrogated

simultaneously between a single input optical fiber and a sin-

gle output optical fiber.

Other on-chip photonic bandpass filters based on silicon-

on-insulator (SOI) substrates, such as waveguide Bragg gra-

tings, microring resonators, and arrayed waveguide gratings

(AWGs), were also considered against the PCW filter used in

this paper. However, the footprint of AWGs are usually too

large (for example, 200 by 350 lm2 in Ref. 11), which are not

suitable for dense integration. Waveguide Bragg gratings are

usually quite long (over 0.5 mm) and need to work in reflec-

tion mode,12–14 while for microring resonators, high-order

coupled ring structures15–17 are necessary to achieve a wide

and sharp passband (5–10 nm) for the application here. Both

are highly sensitive to fabrication variations. PCW filter is a

natural choice since the biosensor is also made from PC,

which makes the passband alignment easier.

A line defect in a 2D photonic crystal lattice on a thin

slab forms a PCW, whose typical transmission spectrum is
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shown in Fig. 1(a). A passband is observed in the transmis-

sion spectrum. Light with longer wavelength above the pass-

band lies in the band gap of the photonic crystal and is not

guided. Shorter wavelengths outside the passband are above

the light line of the cladding material and thus cannot be

well-confined in the waveguide. When a PC microcavity is

side-coupled to the PCW, resonances appear in the transmis-

sion spectrum (Fig. 1(b)). The resonance filter is created by

connecting the above two PC regions in series (Fig. 1(c)).

The lattice constants of both the PC regions can be engi-

neered so that a narrower passband is formed in the transmis-

sion spectrum, where the rising edge comes from the light

line of the first PCW (acts as a filter) and the falling edge

from the guided mode transmission band edge of the second

PCW (the one with PC microcavity). The PCW filter filters

out the resonances of the PC microcavity outside the pass-

band without altering the spectrum of the PC microcavity

within the passband. The resonances within the passband can

be used for sensing when analyte solutions flow on the PC

cavity surface. SU-8 layer on the PCW filter serves as a pro-

tection layer from sensing fluids and is open on top of the PC

microcavity.

With proper engineering of the passband width and posi-

tion, several high sensitivity multi-resonance L55 PC micro-

cavity sensors can be multiplexed into a single-input and

single-output system by employing the proposed structure as

portrayed in Fig. 2(a). Two PC sections are employed for

each channel. The first one functions as a wavelength filter

and the second as the biosensing site with a cascaded trans-

mission band in reference to the adjacent channels. Fig. 2(b)

shows the corresponding spectrum for each channel. The

passbands are carefully designed to avoid any overlap with

each other. Multiple sensors now can be interrogated simul-

taneously from the transmission spectrum of the single out-

put port. These sensors allow different receptor biomolecules

to be immobilized on each of them using ink-jet printing

technique,5 so that different biomarkers within a bio-sample

can be studied. Alternatively, the sensors can also be con-

nected in separate microfluidic channels to enable the test of

different samples at the same time.

For proof-of-concept demonstration of the proposed

PCW filter and multiplexing, a 2-channel PC biosensor array

was designed and fabricated (Fig. 3). 1� 2 multimode inter-

ference (MMI) coupler and Y-junction were used to split and

combine the waveguides. A W1 PCW side-coupled with L55

PC microcavity is fabricated on one arm. On the second arm,

a W1 PCW is side-coupled with L55 microcavity biosensor

and then connected in series with a W1 PCW filter. The lat-

tice constant of the L55 PC microcavity in the second arm is

smaller than that of the L55 PC microcavity in the first arm.

Hexagonal structure with a uniform lattice constants of

388 nm, 396 nm, and 390 nm are adopted, respectively, for

L55 PC cavity on the first arm, for L55 PC cavity on the sec-

ond arm, and the PCW filter. The silicon slab thickness is

250 nm, while the air hole diameters for PC microcavity and

PCW filter are 216 nm and 170 nm, respectively. Group

index tapers in each PCW efficiently couple light into the

slow light region from a regular channel waveguide.18

Subwavelength grating couplers were used as the interface

between waveguides and optical fibers.19

The devices were patterned by e-beam lithography on a

silicon-on-insulator wafer, followed by reactive ion etching

to transfer the pattern onto the silicon layer. SU-8 polymer

was subsequently coated on the chip surface. The SU-8

above the sensor region was removed through photolithogra-

phy to open a window for sensing purpose. SU-8 remained

on top of the PCW filter.

Transmission spectra of the fabricated devices were

obtained from a testing platform using a broadband amplified

spontaneous emission (ASE) source (1510 nm–1630 nm) and

an optical spectrum analyzer (OSA). Light from the ASE

source was guided through a polarizer to the grating coupler

on the chip and excites fundamental transverse electric (TE)

FIG. 1. Transmission spectra of (a) a PCW and (b) a PC microcavity sensor.

(c) Proposed PCW bandpass filter for PC sensor, formed by series-connected

PCW and PC microcavity sensor.

FIG. 2. (a) Proposed single-input sin-

gle-output PC biosensor array and (b)

the corresponding transmission spectra

from each channel. Resonances from

the coupled PC cavity still exist within

the passband.
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mode in the waveguides. Output light signal was collected

by another fiber, and optical spectrum was generated by the

OSA. During the test, the PC microcavity is measured with

water ambient as a simulation of real biosensing application.

Fig. 4(a) shows the measured transmission spectrum

for the fabricated device shown in Fig. 3(a). The thickness

of the SU-8 is 0.42 lm. From the spectrum, we can clearly

see the resonances for the L55 PC cavities on both chan-

nels. Resonances in the region of 1525–1550 nm are from

the L55 on the upper channel (with designed lattice con-

stant of 388 nm), while the resonances within the range of

1560–1580 nm are from the other L55 on the lower channel

(with designed lattice constant of 396 nm). This 20 nm pass-

band range for the lower channel is formed by the cutting

edge (�1560 nm) of the PCW filter and the band-edge

(�1580 nm) of the PCW (to which L55 cavity is coupled).

Without the PCW filter, the resonances with wavelengths

shorter than 1560 nm would overlap with the resonances

from the other L55 cavity in the first channel, because the

transmission passband for this PC cavity can be as wide as

over 40 nm (see Fig. 1(b)). In Fig. 4(a), we can also see that

the additional loss from the PCW filter is about 3 dB by

comparing the transmission for both channels. Same PC de-

vice but with uncombined output ports were also fabricated

and measured on the same chip. The spectrum is shown in

Fig. 4(b), where black and red curves represent the two

channels measured separately, which verifies the above

analysis in combined device.

The sensors were characterized in a bulk refractive

index sensing test, in which the PC sensor in channel 2 was

covered with SU-8 (n¼ 1.575), while the PC sensor in chan-

nel 1 was still measured in water (n¼ 1.318). The obtained

spectrum is shown in Fig. 4(c) against the original spectrum

measured in water. As expected, there is no resonance shift

for channel 1 while about 16 nm red shift for channel 2 (cor-

responds to a sensitivity of 62 nm/RIU). The test demon-

strates that sensors from different channels can work

separately with their resonance shift being monitored in a

single transmission spectrum. It is worth noting that in PC

based biosensing applications, the resonance shifts are typi-

cally within 2 nm (Refs. 3, 5, 7 and 10) and the spectrum

will not change as dramatically as shown in Fig. 4(c).

In order to obtain a sharp edge in the passband, which

will provide a better signal to noise ratio, we tested PCW

FIG. 3. (a) Microscopic image of the

fabricated 2-channel PC biosensor

array (prior to SU-8 coating). On the

upper channel, a single PC microcavity

biosensor with a¼ 388 nm is located.

On the lower channel, PCW filter is

connected in series with the PC micro-

cavity biosensor with a¼ 396 nm.

Input and output grating couplers are

indicated. SEM images of (b) MMI

coupler, (c) subwavelength grating, (d)

the PCW filter, and (e) one of the PC

microcavity sensors. (d) and (e) omit

the central part of the devices and

show the two ends of the devices. (f)

SEM image of the cross section of the

PCW filter coated with SU-8. The PC

holes were completely filled by SU-8.

FIG. 4. Measured transmission spectra from (a) the device in Fig. 3(a) with a single output port and (b) a same device but with separated output ports, as sche-

matically represented in the insets. SU-8 cladding has a thickness of 0.42 lm. (c) Bulk refractive index sensing spectrum versus original spectrum: the PC sen-

sor in channel 2 is covered with SU-8 and thus shows resonance shift while the sensor in channel 1 is not affected.
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filters with various lengths (number of periods) and with dif-

ferent thicknesses of top claddings (SU-8). The design for

the PCW filter in Fig. 3(a) is a 250 lm long PCW with 16

periods of input and output group index tapers18 at

a¼ 390 nm. The total number of periods is 672. Fig. 5(b)

shows the transmission spectra of PCW filters with four dif-

ferent lengths, starting with 72 periods in steps of 200 peri-

ods. The PCW filter is coated with 0.42 lm thick SU-8. In

the transmission spectra, the rising edge becomes increas-

ingly sharper with increasing length of the PCW. The roll-

off increases from 0.33 dB/nm for 72 periods to 4 dB/nm for

672 periods. This roll-off increase of the rising edge arises

from the light line of the cladding layer. Above the light line,

i.e., with shorter wavelength, the waveguide mode is less

confined in the vertical direction through total internal reflec-

tion, which causes additional loss. The loss is more signifi-

cant for longer PCWs as the light path becomes longer.20

The light line position can be located easily from the dra-

matic rise in the transmission intensity of the 672-period

PCW (black curve in Fig. 5(b)).

On the other hand, the thickness of the SU-8 cladding

layer affects the effective refractive index of the top cladding

and thus the effective position of the light line of the top

cladding. Fig. 5(a) shows the dispersion diagram of the W1

PCW on silicon substrate with SU-8 top cladding simulated

with 3D plane wave expansion method. There are two light

lines corresponding to top and bottom claddings, i.e., SU-8

(n¼ 1.575) and silicon dioxide (n¼ 1.460), respectively. k1

represents the band edge of the PCW, which is approxi-

mately at the position where ng is 35 in the fabricated de-

vice.21 k2 is the critical wavelength at which the optical

mode is still well confined within top and bottom claddings.

k3 is the critical wavelength at which the mode no longer is

totally reflected at the boundary between silicon and buried

oxide layer. With thick SU-8 top cladding, the passband in

the transmission spectra (black curve in Fig. 5(c)) is between

k1 and k2. However, if SU-8 is as thin as 0.42 lm, the evan-

escent tail of the propagation mode extends outside the SU-8

layer. As a result, the effective refractive index of the top

cladding becomes smaller and the top cladding light line

effectively shifts towards the silicon dioxide light line mak-

ing the passband �10 nm wider, between k1 and k3 (blue

curve of Fig. 5(c)). The 10 nm side band shown in the

transmission spectrum with 2 lm SU-8 (red curve of Fig.

5(c), between k2 and k3) clearly reflects the light line of both

the silicon dioxide and the SU-8 claddings. The PCW filter

in Fig. 4 (672 periods long with 0.42 lm SU-8) can further

be optimized to obtain narrower bandwidth, shorter PCW

length while keeping a sharp cutting edge by using thicker

SU-8 cladding.

In this paper, instead of focusing on building the small-

est sensor to increase the integration density of a sensor

array, we also consider the size reduction in the system level

(optical fibers, detectors) benefited from a single input and

output sensor chip as well as the higher sensitivity provided

by larger effective sensing area. From the above analysis, a

472-period PCW (around 175 lm in length, black curve in

Fig. 5(c)) is enough to provide a usable filter response. This

size still allows high density integration since the density is

primarily limited by the smallest pitch of the receptor biomo-

lecules solution that can be dispensed on the chip.

By optimizing parameters of the PCW filters, the pass-

band can be as narrow as 5 nm to include at least one reso-

nance and to allow resonance shift during biosensing test,

thus, enabling the multiplexing of up to 16 sensing channels

within the wavelength range of C band and L band. Also, we

expect that our PC filters and sensors are relatively robust to

fabrication variations because all PC air holes would be

affected in similar ways. It will result in similar shifts in the

transmission spectra of all PC components, which relaxes

the fabrication requirement.

The PCW bandpass filter proposed here can also serve

as an optofluidic spectral filter.22,23 The passband can be pre-

engineered easily by PC design and also highly reconfigura-

ble when integrated with microfluidics, which allows both

localized control and high refractive index modulation.24

This type of optofluidic filter is a promising component in

future lab-on-chip systems.

In summary, a method to multiplex high sensitivity

multi-resonance L55 PC microcavity biosensors for simulta-

neous measurement between a single fiber input and single

fiber output was proposed and demonstrated. PCW filters

were used to filter a narrow band containing resonances of

the PC biosensors so that the PC biosensors can be connected

in parallel without resonance overlap. The concept was dem-

onstrated through a 2-channel L55 PC biosensor array and

FIG. 5. (a) Simulated dispersion diagram of W1 PCW on SOI substrate with SU-8 polymer as top cladding. The two light lines correspond to the top cladding

(n¼ 1.575) and buried oxide (n¼ 1.460), respectively; (b) Transmission spectra of W1 PCWs with different lengths; (c) Transmission spectra of W1 PCW

(472 periods long) with three different thicknesses of SU-8 top claddings. k1, k2, and k3 correspond to those in the dispersion diagram in (a). Three different

thicknesses of SU-8 were obtained by using MicroChem SU-8 2000.5, SU-8 2002, and SU-8 2005 with recommended spin program.
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the sensing experiment showed that the two sensors can be

monitored through a single output spectrum. Less than 3 dB

extra loss is observed for the additional PCW filter.
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